
 
APPENDIX 3  EXAMPLE OF BRIDGE REPAIR AND RETROFITTING 

(INTRODUCTION OF PIROT PROJECT) 

 

 

 

 

WORKING PHOTOS 

(XE-BANGNOUAN BRIDGE) 

 

  



Work photos Removal of Existing Pavement 

 

  

Removal of Existing pavement work on Bridge Surface 

on 25-30th November 2022 

  

Removal of Existing pavement work on Approach Road Left side 

on 15-17th December 2022 

  

Removal of Existing pavement work on Approach Road Right side 

on 30 January -1st February 2023 

 



Work photos Casting New Pavement 

 

  

Asphalt pavement work on Approach road A1 R/S 

on 6th April 2023 

  

Asphalt pavement work on Bridge Surface R/S 

on 6th April 2023 

  

Asphalt pavement work on Bridge Surface R/S 

on 6th April 2023 

 



Work photos Casting New Pavement 

 

  

Asphalt pavement work on Approach road A2 R/S 

on 7th April 2023 

  

Asphalt pavement work on Bridge Surface L/S 

on 7th April 2023 

  

Asphalt pavement work on Bridge Surface L/S 

on 7th April 2023 

 



Work photos Casting New Pavement 

 

  

Asphalt pavement work on Approach road A1 L/S 

on 7th April 2023 

  

Completion of Asphalt pavement work on Bridge Surface 0 – 80 m from A1 side 

on 8th April 2023 

  

Completion of Asphalt pavement work on Bridge Surface 80 – 140 m from A1 side 

on 8th April 2023 

 



Work photos Casting New Pavement 

 

  

Completion of Asphalt pavement work on Approach road A1 & A2 

on 8th April 2023 

  

Completion of Asphalt pavement work at near the Expantion joint 

on 8th April 2023 

 



Work photos Waterproofing 

 

  

Cleaning work on Bridge Surface L/S 

on 1st April 2023 

  

Apply Tack Coat (CRS-2) on Bridge Surface L/S 

on 1st April 2023 

  

Apply Tack Coat (CRS-2) on Bridge Surface L/S 

on 1st April 2023 

 



Work photos Waterproofing 

 

  

Cleaning work on Bridge Surface R/S 

on 3rd April 2023 

  

Apply Tack Coat (CRS-2) on Bridge Surface R/S 

on 3rd April 2023 

  

Apply Tack Coat (CRS-2) on Bridge Surface R/S 

on 3rd April 2023 

 



Work photos Waterproofing 

 

  

Cleaning Surface Tack coat (CRS-2) on Bridge Surface R/S 

on 6th April 2023 

  

Splaying Bitumen AC 80/100 on Bridge Surface R/S 

on 6th April 2023 

  

Sprinkle Quartz sand on Bridge Surface R/S 

on 6th April 2023 

 



Work photos Waterproofing 

 

  

Cleaning Surface Tack coat (CRS-2) on Bridge Surface L/S 

on 7th April 2023 

  

Splaying Bitumen AC 80/100 on Bridge Surface L/S 

on 7th April 2023 

  

Cleaning and Apply EPS on Bridge Surface Footpath B/S 

on 24th April 2023 

 



Work photos Waterproofing 

 

  

Apply Tack coat (CRS-2) on Bridge Surface Footpath B/S 

on 25th April 2023 

  

Apply Tack coat (CRS-2) and Sprinkle Quartz sand on Bridge Surface L/S 

on 25th April 2023 
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